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Uddeholm Calmax®

TOOLING ENVIRONMENT

Many presswork tools used today are still made of standard steel
grades of which some of them were developed already around 1930.
The poor toughness, flame and induction hardenability of these grades
often results in low productivity and high maintenance costs due to
unexpected tool failure. Uddeholm Calmax offers due to its higher
toughness a higher degree of safety that is essential for better tooling
performance and productivity.

PROPERTY PROFILE

Uddeholm Calmax is a tool steel with property profile devoted to safe
production, i.e. high chipping and cracking resistance and fairly good
wear resistance.

APPLICATIONS

The property profile of Uddeholm Calmax makes it very suitable for low
to medium production volume tooling exposed to high stresses.
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Uddeholm Calmax

PVD coatings are usually deposited at
temperatures between 200°C (390°F) and
500°C (930°F). If 200°C (390°F) is used, the
Uddeholm Calmax substrate hardness will
be higher than that obtained at a deposition
temperature of 500°C (930°F). However, the
adhesion of the coating on the steel is better
if a deposition temperature of 500°C (930°F)
is used. The PVD deposition temperature
should be approx. 20°C (68°F) lower than the
previously used tempering temperature.

MACHINING
RECOMMENDATIONS

The cutting data below are to be considered
as guiding values which must be adapted to

existing local condition.

The cutting data recommendations, in
following tables, are valid for Uddeholm
Calmax in soft annealed condition to approx
200 HB.

CARBIDE DRILL

Type of drill
Cutting data Solid Indexable Carabide
parameters carbide insert tip"
Cutting speed
(Vo) m/min 120-150 210-230 70-100
f.p.m 394-492 689-755 230-328

Feed (f)

mm/r 0.10-0.35?| 0.03-0.12% 0.15-0.40%

i.p.r 0.004-0.0142| 0.001-0.005% 0.006-0.016%

" Drill with replaceable or brazed carbide tip

2 Feed rate for drill diameter 20-40 mm (0.8"-1.6")
3 Feed rate for drill diameter 5-20 mm (0.2"-0.8")
Y Feed rate for drill diameter 10-20 mm (0.4”-0.8”)

TURNING
Rough Fine Fine turning
Cutting data turning turning High speed
parameters carbide carbide steel
Cutting speed
(v))
m/min 150-200 200-250 20-25
f.p.m 492-656 656-820 66-82
Feed (f)
mm/r 0.2-0.4 0.05-0.2 0.05-0.3
i.p.r 0.008-0.016 | 0.002-0.008 | 0.002-0.01
Depth of cut (a,)
mm 2-4 0.5-2 0.5-3
inch 0.08-0.16 0.02-0.08 | 0.02-0.12
Carbide
designation ISO | P20-P30 P10 -
us C6-C5 Cc7 _
Coated Coated
carbide carbide or
cermet
DRILLING
HIGH SPEED STEEL TWIST DRILL
Drill diameter | Cutting speed (v,) Feed (f)
mm inch mm inch mm/r i.p.r.
-5 -3/16 13-15* | 43-49* | 0.05-0.10|0.002-0.004
5-10| 3/16-3/8 | 13-15* | 43-49* | 0.10-0.20|0.004-0.008
10-15| 3/8-5/8 | 13-15* | 43-49* |0.20-0.25|0.008-0.010
15-20| 5/8-3/4 | 13-15* | 43-49* |0.25-0.30|0.010-0.012

*For coated HSS drill v =23-25 m/min. (75-82 f.p.m.)

MILLING
FACE AND SIDE MILLING
Cutting data Rough milling Fine milling
parameters carbide carbide
Cutting speed (v,)
m/min 160-240 240-280
f.p.m 525-787 722-919
Feed (f,)
mm/tooth 0.2-0.4 0.1-0.2
in/tooth 0.008-0.016 0.004-0.008
Depth of cut (a,)
mm 2-5 -2
inch 0.08-0.20 0.08
Carbide
designation ISO P20-P40 P10-P20
us C6-C5 C6-C7
Coated carbide | Coated carbide
or cermet
END MILLING
Type of end mill
Carbide
Cutting data Solid indexable High speed
parameters carbide insert steel
Cutting
speed (v,)
m/min 120-150 150-200 40-45"
f.p.m 394-492 492-656 131-148"
Feed (f,)
mm/tooth | 0.006-0.20% | 0.06-0.202 0.01-0.35%
in/tooth 0.0002-0.0082|0.002-0.008%| 0.0004-0.0142
Carbide
designation
ISO - P15-P40 -
us - C6-C5 -

" For coated HSS end mill v, =55-60 m/min.

(180-197 f.p.m.

).

2 Depending on radial depth of cut and cutter diameter.
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GRINDING

A general grinding wheel recommendation is
given below. More information can be found
in the Uddeholm brochure “Grinding of Tool

Steel”.

TIG WELDING RECOMMENDATIONS

Hardness |Hardness after| Preheat
Consumables as welded | rehardening temper
UTPA 73G2 53-56 HRC 51 HRC
UTPA 67S 55-58 HRC 52 HRC |200-250°C
CALMAX/CARMO (390-480°F)
TIG WELD 58-61 HRC | 58-61 HRC

Soft annealed | Hardened
Type of grinding condition condition
Face grinding straight wheel A 46 HV A 46 HV
Face grinding segments A24 GV A 36 GV
Cylindrical grinding A 46 LV A 60 KV
Internal grinding A 46 JV A 60 JV
Profile grinding A 100 LV A 120 JV

MMA (SMAW) WELDING RECOMMENDATIONS

RESISTANCE TO
FAILURE MECHANISMS

Hardness |Hardness after| Preheat
Consumables as welded | rehardening temper
UTP 67S 55-58 HRC 52 HRC
CALMAX/ 200-250°C
CARMO WELD 58-61 HRC | 58-61 HRC |(390-480°F)

Uddeholm| Abrasive | Adhesive Chipping Gross Defor-
grade wear wear cracking | mation
Arne | | | | |
Camax |H NN NN B ®
Cade |HN Ml N Em ==
Rigor | | | | [ |
Seprer WE MW | HE =
Sverker 21| [ [ | [ ] [ ] [ |
Sverker 3 | I |1 | I -

Cold work product where Uddeholm Calmax would
be a good choice for the die.

WELDING

Good results when welding Uddeholm
Calmax can be achieved if proper pre-
cautions are taken.

1. Always keep the arc length as short as
possible. The electrode should be angled
at 90° to the joint sides to minimize under
cut. In addition, the electrode should be
held at an angle of 75-80° to the direction
of forward travel.

2. For large repairs, weld the initial layers
with a soft weld metal. Make the two first
layers with the same electrode diameter
and current.

3. Large repair welds should be made at
elevated temperature.

4.The joints should be prepared properly.

HEAT TREATMENT AFTER WELDING
HARDENED CONDITION

Temper at 10-20°C (50-70°F) below the
original tempering temperature.

SOFT ANNEALED CONDITION
Heat through to 860°C (1580°F) in protected
atmosphere. Cool in furnace at 10°C/h to
650°C (18°F/h to 1200°F), then freely in air.

Further information on welding of tool steel is
given in the Uddeholm brochure “Welding of
Tool Steel”.

EDM

If spark erosion is performed in the
hardened and tempered condition, the tool
should be given an additional temper at
about 25°C (35°F) lower than previous
tempering temperature. Further information
is given in the Uddeholm brochure “EDM of
Tool Steel”.

POLISHING

Uddeholm Calmax has a very homogeneous
structure. This coupled with its low content
of non metallic inclusions (due to vacuum
de-gassing during manufacturing) ensures
good surface finish after polishing. Further
information is given in the Uddeholm
brochure “Polishing Mould Steel”.

FURTHER
INFORMATION

Please contact your local office for further
information on the selection, heat treatment,
application and availability of Uddeholm tool
steel, including the publication “Steel for
Cold Work Tooling”.
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THE CONVENTIONAL
TOOL STEEL PROCESS

The starting material for our tool steel is carefully selected from
high quality recyclable steel. Together with ferroalloys and slag
formers, the recyclable steel is melted in an electric arc furnace.
The molten steel is then tapped into a ladle.

The de-slagging unit removes oxygen-rich slag and after the
de-oxidation, alloying and heating of the steel bath are carried
out in the ladle furnace. Vacuum degassing removes elements
such as hydrogen, nitrogen and sulphur.

In uphill casting the prepared moulds are filled with a controlled flow
of molten steel fromthe ladle. From this, the steel goes directly to our
rolling mill or to the forging press to be formed into round or flat bars.

HEAT TREATMENT

Prior to delivery all of the different bar materials are subjected
to a heat treatment operation, either as soft annealing or
hardening and tempering. These operations provide the steel
with the right balance between hardness and toughness.

MACHINING
Before the material is finished and put into stock, we also rough
machine the bar profiles to required size and exact tolerances.
In the lathe machining of large dimensions, the steel bar rotates
against a stationary cutting tool. In peeling of smaller dimensions,
the cutting tools revolve around the bar.

To safeguard our quality and guarantee the integrity of the tool
steel we perform both surface- and ultrasonic inspections on
all bars. We then remove the bar ends and any defects found
during the inspection.
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Manufacturing solutions for generations to come

SHAPING THE WORLD®

We are shaping the world together with the global manufacturing
industry. Uddeholm manufactures steel that shapes products used
in our every day life. We do it sustainably, fair to people and the
environment. Enabling us to continue shaping the world
— today and for generations to come.
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