


1) first choice if abrasive wear resistance of the steel is important
2) first choice if adhesive wear resistance of the steel is important

The use of AHSS (Advanced High-Strength Steels) has 

increased significantly in the cars body in white (BIW) 

structures. Hence, from a tooling perspective the demand for 

better tool steels has also been growing rapidly. 

    Most of the traditional tool steels and high speed steels 

can perhaps fulfil one good property, for example high wear 

resistance with low chipping resistance. This will cause a 

high risk of breakage due to the high cyclic load on the 

tool when working in higher strength steels. A much wider 

property profile is necessary to secure a high productivity and 

predictable tool life without unplanned stops. A better solution 

for AHSS application is often a high performance tool steel in 

combination with a PVD coating. 
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Wear resistance

Uddeholm Caldie

Uddeholm Vanadis 4 Extra SuperClean

Uddeholm Vanadis 8 SuperClean

AISI D2 / W.-Nr.-1.2379

High risk of chipping

4. HEAT TREATMENT
The most important part of the heat treatment is to temper the steel 

at a temperature higher than both the coating process (typically 

450°C) and the retained austenite area (see diagram to the right).

A common problem with standard AISI D2 / W.-Nr. 1.2379 

tool steel is dimensional growth, due to the usage of a low 

tempering  temperature (~500-510°C) for keeping a high 

hardness.  Retained austenite will remain in the microstructure 

and this will transform into martensite during the coating 

process or in use of the tool. This results in a volume expansion 

of the tool, which may exceed the desired geometrical 

tolerances. 

Due to a relatively wide range in chemical composition 

of a AISI D2 / W.-Nr. 1.2379 steel the minimum tempering 

temperature for avoiding retained austenite is not well defined. 

Hence a safe margin is necessary. 

For more details see technical product brochures for the 

steel grades. 
The arrow shows the minimum tempering temperature to avoid retained austenite in 
AISI D2 / W.-Nr. 1.2379 steel.
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Retained austenite 1080°C (1980°F)
  100        200        300         400         500       600°C

  210        390        570         750         930     1110°F

               Tempering temperature

Hardness

1050°C (1920°F)
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APPLICATION EXAMPLE, FORMING AND 
TRIMMING OF AHSS



BETTER CHIPPING AND WEAR RESISTANCE

Uddeholm Caldie is often used in demanding forming and 

trimming operations of AHSS sheets in combination with a 

PVD coating. To the right is a traditional tool compared with 

Uddeholm Caldie coated with a Duplex PVD coating after 

trimming 100 000 parts of CR1000Y1370T-CH, t=1.5 mm. 

   If higher compressive strength or better wear resistance are 

needed from the tool steel without losing too much of chipping 

resistance Uddeholm Vanadis 4 Extra SuperClean and 

Uddeholm Vanadis 8 SuperClean are good alternatives. 
AISI D2 / W.-Nr.-1.2379, uncoated

Uddeholm Caldie + Duplex-VARIANTIC 1000 
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Below is a tool after forming of 1400 B-Pillars made of 

CR850Y1180T-DH sheet. Comparison is made with a traditional 

tooling solution. 

1) Sheet material from voestalpine Steel Division. Tool manu-
facturing and forming are made by voestalpine Metal Forming 
Division.

AISI D2 W.-Nr. 1.2379 uncoated with clear wear marks. Uddeholm Caldie + Duplex-VARIANTIC 1000 

with no visible wear. 1)
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UDDEHOLM STEEL GRADE
CHIPPING  
RESISTANCE

COMPRESSIVE 
STRENGTH

TYPICAL 
HARDNESS RANGE

COATING COLOUR

Uddeholm Vanadis® 4  
Extra SuperClean

      60-64 HRC VARIANTIC® Old rose

Uddeholm Caldie®       58-61 HRC VARIANTIC® Old rose

Uddeholm Unimax®       54-57 HRC TiN Gold

GOOD    	 BETTER               BEST      

UDDEHOLM TOOL STEEL IN COMPONENTS 

ALLOW THE COATING 
TO DO ITS JOB  
IN THE BEST WAY 
By using premium Uddeholm tool steel in components, you 

will increase the productivity and extend the time between 

maintenance. By adding a suitable PVD coating the life of the 

component can be increased even further. 
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Hole plates in Uddeholm Vanadis ® 4 Extra SuperClean + VARIANTIC 

coating is an excellent choice for mincing of meat.

MEAT PROCESSING

•	 The combination of high hardness and low 
friction gives a long tool life

•	 Less maintenance and higher productivity

•	 Uddeholm steel grades and coatings from 
voestalpine eifeler Coating GmbH are certified 
acc. to EC No 1935/2004 for food contact
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	 OK   	 GOOD    	 BETTER     	 BEST      

It is important to choose the right steel grade for the moulding 

since plastic moulding is a demanding process.

UDDEHOLM CAN OFFER DIFFERENT TYPES OF 
MOULD STEEL FOR PLASTIC MOULDING
•	 Prehardened mould and holder steel.

•	 Through-hardened mould steel.

•	 Corrosion resistant mould steel.

PVD coating of plastic moulds is a way to improve the 

mould life for moulds used for injection moulding, extrusion, 

vacuum forming and blow moulding. It is important to have 

a good support material with sufficient hardness, uniform 

microstructure and cleanliness for a successful PVD coating. 

Uddeholm plastic mould steels fulfill these demands and thus 

make an excellent choice for PVD coating.

FAILURES THAT CAN BE SOLVED BY THE STEEL 
•	 Cracks and/or gross cracking caused by high static or 

dynamic loads. The solution in this case is an upgrade to 

a steel grade with a better toughness. 

•	 Plastic deformation due to loads higher than the yield 

strength of the material can only be solved by  

choosing a steel with a higher hardness.

FAILURES THAT CAN BE SOLVED  
BY PVD COATING
•	 Abrasive wear caused by hard particles in the plastic 

resin like glass fibre.

•	 Release problem due to sticking of plastic.

•	 Adhesive wear, galling between sliding parts.

•	 Diesel effect, corrosive off-gassing created by plastic  

material such as PVC or halogenated or halogen  

free fire retardants.

•	 Problem to clean, due to that additives like fire retardants 

cause deposits to stick on the mould cavity surface.

UDDEHOLM PLASTIC MOULDS

ALLOW THE COATING 
TO DO ITS WORK IN 
THE BEST WAY 
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UDDEHOLM STEEL GRADE
CORROSION  
RESISTANCE

TOUGHNESS
COMPRESSIVE  
STRENGTH

TYPICAL HARDNESS 
RANGE

Uddeholm Nimax®                  *360-400 HBW

Uddeholm Mirrax 40®               *360-400 HBW

Uddeholm Stavax ESR®                 **50-52 HRC

Uddeholm Mirrax ESR®                    **48-50 HRC

Uddeholm Unimax®                   **54-58 HRC

Uddeholm Tyrax ESR®                        **54-58 HRC

COATING
WEAR-
RESISTANCE

STICKING 
RESISTANCE

COLOUR
TYPICAL CHARACTERISTICS OR EXAMPLE 
OF APPLICATION

TYPICAL THERMO- 
PLASTICS

CrN              Silver grey

•	 High hardness and adhesion
•	 Very good chemical resistance
•	 High temperature resistance in air  

(up to 600°C)
•	 Thicker layers possible

PA, PC, PBT, PET, 
PEEK, PPS, PSU,
PES, PPE, PPO,

TPU

TiN               Gold

•	 Good chemical resistance
•	 Good temperature resistance in air  

(up to 500°C)
•	 Resistant to abrasive wear of e.g.; mineral 

filled organic materials
•	 Improvement of the mold release

PS, SB, SAN, ABS, 
ASA, PA, PC, PBT,

PET, PMMA,
CA, CP, CAP

CARBON-X®
( DLC )
* A sputter machine needed 
for this type of coating

           Dark grey

•	 Good chemical resistance
•	 Smoth surface
•	 Low temperature coating process  

( ~200°C )
•	 Very low coefficent of friction 
•	 Recommended for sliding elements

PE, PP, PA

*   Delivered in prehardened condition no further heat treatment is needed.
** Delivered in soft annealed condition and needs to be sent for heat treatment after machining of the mould to achieve requested hardness.

EXAMPLE OF SUITABLE PLASTIC MOULD STEELS FOR PVD COATING

EXAMPLE OF SUITABLE PVD COATINGS FOR PLASTIC MOULDING

	 OK   	 GOOD    	 BETTER     	 BEST      
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When choosing a hot work tool steel suitable for hot work 

applications the properties of that steel are very important.  

There are many different applications within hot work, such 

as HPDC (High Pressure Die Casting), Forging, Extrusion and 

Hot stamping. These different segments have very different 

demands on the tool steel. Therefore the correct tool steel  

must be selected, as certain steels can solve these issues 

better than others.

UDDEHOLM HOT WORK STEEL

ALLOW THE COATING 
TO DO ITS WORK IN 
THE BEST WAY 

FAILURES THAT CAN BE SOLVED  
BY THE STEEL
•	 Gross cracking, heat checking and indentations are 

failures which can be solved or reduced by changing  

the steel grade or the hardness level. 

FAILURES THAT CAN BE SOLVED  
BY PVD COATING
•	 Erosion, corrosion or soldering problems on cores, 

ejector pins and cavities (with simple geometry).

•	 Abrasive wear in Hot Stamping.

•	 GOOD DUCTILITY

•	 HIGH HOT STRENGTH

•	 GOOD TEMPER RESISTANCE

•	 HIGH HOT HARDNESS

DESIRABLE PROPERTIES  
NEEDED IN HOT WORK
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COATING COATING TYPE COLOUR KEY PROPERTIES THERMAL LIMIT

CROSAL®–plus AlCrN Slate grey

•	 Excellent hot hardness
•	 High oxidation resistance
•	 Outstanding erosion resistance
•	 High soldering resistance

1100°C (2012°F)

Duplex–TIGRAL® AlCrTiN Grey

•	 Excellent oxidation resistance
•	 High hot hardness
•	 Outstanding soldering resistance
•	 High erosion resistance

900°C (1650°F)

FAILURE EXAMPLES TOOL PART TOOL STEEL EXAMPLES
TYPICAL HARDNESS  

RANGE
COATING EXAMPLES

Soldering in HPDC Core pin Uddeholm QRO® 90 Supreme 44-50 HRC Duplex-TIGRAL®

Erosion in HPDC Gate insert Uddeholm Unimax® 50-54 HRC CROSAL®-plus

EXAMPLE OF COATINGS FOR HOT WORK STEELS

Not all application areas are suitable for 

coatings as each tool must be judged on 

it’s merits. However, targeted use of certain 

coatings can help extend die life. An 

example would be in HPDC with waterjacket  

inserts and core pins. When selecting a 

coating or surface treatment, the hardness 

levels should be over >48 HRC to achive the 

best possible surface finish.
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Since 1668 we have been providing a wide range of innovative cutting-edge  

solutions for our customers in demanding segments. Our dedicated employees work 

in almost ninety countries and together we deliver improved competitiveness to 

clients worldwide. Welcome to Uddeholm, #1 in high performance tool steel.

Manufacturing solutions for generations to come

SHAPING THE WORLD


